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VAT 34 oo A% ) P 3 L ¥ TR AL B A3 (The following sample(s) was/were submitted and identified by/on behalf
of the applicant as) :

i% #£ B W (Sample Submitted By) s TEERAEFSHAREA AR S (METALWARE TECHNOLOGY CORP.)
b £ 4% (Sample Description) : SILICONE MAT (5945840

MR (Style/ltem No.) : o LST-Aixd-X

oot H (Sample Material) : SILICONE

J{?&E(Cuunt]'y of Origin) : &M (TAIWAN)

A Bl B (Sanple Receiving Date) . 2015703720

MM M (Testing Period) : o 2015/03/20 TO 2015/03/31

M3 E L (Test Requested)
RIEEF R, £ P ERACS LU E ST E =+ S5 (105.12.10) 84T BRI,/ As specified by client, with

reference to Act Governing Food Sanitation Article 26 (amended and promulgated on Dec. 10, 2014) to test Heat-

Resistance.

M3k &k F(Test Results) : WA TFT—% (Please refer to next pages).

# # (Conclusion) : ML MRS, L2228 RREAS S LS AR i
{103.12.10). / Based upon the performed tests on submitted samples, the test
results comply with the limits of requirements in Act Governing Food
Sanitation Article 26 (amended and promulgated on Dec. 10, 2014).

Chemical Laboratory — Taipel
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(The test report is the test result issued by the testing

institutions as requested by the consignor. Regarding to the legitimacy of

the
law.)
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(The tested sample / part is marked by an arrow if it's shown on the photo.)

CT/2015/30773

#* &4 R (End of Report) **
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