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LTS s P RS P4 Bt B 32 (The following sample(s) was/were submitted and identified by/on behalf
of the applicant as) @

S RLE (Sample Submitted By) i TARAEAHE ARG A R 3] (METALWARE TECHNOLOGY CORP.)
th ot & 4% (Sanple Description) : SILICONE MAT (¥ B{gd4L)
HhoL AR (Style/Item No.) : LST-H¥u¥-¥
#sh AT W (Sample Material) : E¥IE (SILICONE)
tﬁg@][(jountry of Urigin] : 'S‘}'i‘,‘ (TALIWAN)
Yo 4F B 8] (Sample Receiviag Date) i 2015/03/20
i M M (Testing Period) ;o 2015/03/20 TO 2015/03/31

fl'fﬁiﬁik(’l'est Requested) H

) EEErFHEE, $EATFRACSHSSEES A RMARER M (102,08, 203038 & F H 102135014658 S5 £ ) i 4704 F i)
#: /[ As specified by client, with reference to Article 6 of Sanitation Standard for Food Utensils,
Containers and Packages (MOHW Food No. 1021350146 was amended on 2013/08/20) to test following items:

(1.1) s w3, / Migration test : AFR__FEE—(2-Z R )8 (DEHP) » X _—_FE—TE (DBP) ~ fpX—_Fst— X L&y
(DINP) ~ AR —Fag— E &8 (DIDP) » R —FR TR TE (BBP) » T8 —(2-Z AT HA)E (DEHA) (DOA).

(1.2) #r b w3 / Migration test : 3R PR — F FE; (DNOP).

M X4 R (Test Results) : R TF—H (Please refer to next pages).

& #(Conclusion) : (1.1 ARIEFP AR BEAIRS, AN RH S TRAARSELEZ LM ERER S
i (102,08, 20808 & F B 102135014688 415 ). / Based upon the performed
tests on submitted samples, the test results comply with the limits of
requirements in Article 6 of Sanitation Standard for Food Utensils,
Containers and Packages (MOHW Food No. 1021350146 was amended on
2013/08/20).

Chemical Laboratory — Taipel
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MK FE (Test Results)

il 3 #0545 ( PART NAME)No.1 : H i e IF (ORANGE SILICONE)

(1.1) il 18 (PASS)

M A 08 W% gg {Rﬁit) Rl
(Test Items) {Unit) (Method) (Limit}
(Log) No.1

o

R T (- AT AE (EER, ppm 0.05 n.d. 1.
256°CY, 1L:sB¥) / DEHP (Di-(Z2-ethylhexyl)
shthalate) (CAS No.: 117-81-7) (n-
ane, 2577, 1 hour)

X WA —TE (EAK, 2577, 1) ppm 0.05 n.d. 0.3
/ DBP (Di-n-butyl phthalate) {CAS No.:
84-74-2) {n-Heptane, 2!3“{3, 1 hour)

MR WEE T X FEs (EAER, 2570, 1 ppm FHEAELRBE AR LR E-B 0.05 n.d. 30
ij) / BBP {Butyl Benzyl phthalate) (CAS Rz s (10211 A 138 SRR F R

No.: B5-68-7) (n-Heptane, '_’:bac, 1 hour) 1021950607 882045 ), s AR 4/ i

fhar@l. / With reference to

g _— Vag— BAE (LB, '_;b"c_ 1] ppm Sanitation Standard for Food 0.5 n.d. g
J-*f) / DIDP (Diisodecyl phthalate) (CAS Utensils, Containers and Packages-

No.: 26761-40-0; G8515-49-1) (n- Plastics (MOHW Food Ne. 10213950607

Heptane, 257, 1 hour) announced, November 13, 2013).

YV (ThEE, Ebac, 1] ppm Analysis was performed by GC/MS. 0.5 n.d. 0

)/ DINP (Diisononyl phthalate) (CAS
No.: 28553-12-0; 68515-48-0) (n-
Heptane, Ei:-ac r)

Lou
P ﬁﬁ——k"ff»)_‘iln ;EL)I‘-"-? (Efd, 2570, 1 ppm 0.05 n.d. 18
Jo#F) / DEHA (Di-2-

(DOA) (CAS No.: 103-23-1) (n-Heptane,
25°C, 1 hour)

ethylhexyl Adipate)

This decurment is issusd by the Company subject toits General Canditions of Service printed overleaf, available an requast ar accassible at hit oo fan) T-rm s-and-Canditions. aspx
and, for electronic format decuments, subject to Terms ard Corditions for Electronic Documents at hitpdwww.sgs.comien/Terme-and-Condiiic ]
drawn to the limitation of lability, indsrmnification and jurisdiction issues defined thersin. Any holder of this document is advized that information contained hereon reflecis Iha Company’s
findirgs at the time of its intsrvention onby and within the limits of client's instruction, if any. The Company's sols respansibility is to itz Client and this document does not exonsrate partiss
to & transaction fram sxscising all their nghts and chligations undsr the transaction documents. This documsnt cannot be reproduced, except in full, without pricr written approwval of the
Cormpany. Any unautharized alterstion, fargery or falsification of the content or appearance of this document is unlewful and offenders may b= prosecuted to the fullest extent of the law.
Unless ctherwise stated the results shown in this test report refer only to the samplels) tested.

SGS Taiwan Ltd & . 33, Wu Chuan Rd., NEWTEIEQI Industrial Park, Mew Talpel City, Taiwan ¢ 3L 8 55 W T ik scs

1 | t+B806 (02)2290 3270 {+806 (02)2290 3237 www.50s.tw
Member of the 3G5 Group



R AR E
Test Report

TA 5 & A By A TR ) AT TR HI ¥ T
METALWARE TECHNOLOGY CORP.

LT ARE ERARIS LT 10F

10F., NO. 117, MINQUAN RD., XINDIAN DIST., NEW TAIPEI CITY 23141, TAIWAN

i '1;!_5_

nr

-

No.) @ CT/2015/30775 E#(Date)
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(1.2)
. . Z¥ R
3 B 37 ik & (Result) AR

(Test Items) (Unit) (Method) (LOQ) 1 (Limit}
MR WAE —EFE (ERE, 25T, 1 ppm | FFESHBL RE - B8 0.05 n.d. -
B¥) / DNOP (Di-n-octhl phthalate) (CAS .I;-ﬁﬁ.;‘:#g%ti ( 0211138 S8 E R
No.: 117-84-0) (n-Heptane, 257, 1 1021950607820 46 ), wA SRR 47/ 0 i
hour) (%) {B M. / With reference to

Sanitation Standard for Food
Utensils, Containers and Packages-
Plastics (MOHW Food No. 1021950607
announced, Movember 13, 1.

Analysis was performed by GC/Ms.

iz (Note)
L. 0.1wth = 1000ppm
2, LOQ = Limit of Quantification (& ﬁjﬂFE)
3. n.d. = Not Detected = +Jv# (less than) LOQ (FH#rih)
1. AAMERFALBRETEZE BT E-TOTHN HF RT3 R0 MRS M+ © / Due to the

commercial competition and other consideration the client can't provide information related to the

submitted sample besides the information listed on the page one.
5. "-" = Not Regulated {0 4544)
6. (4 ) @ JbT8 B AT 4T A 58 4] 40 A 5 B g4 12 H 3.
e e I T TR o A
#@Eﬂﬁiﬁﬁ?ﬂﬁﬁﬂ (The test report i1s the test result i1ssued by the ltesting

institutions as requested by the consignor. Regarding to the legitimacy of

/ The 1tem hasn't be accredited by Taiwan FDA.

the product, 1t shall he determined by the authorities according to the

law. )
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* BAPoA FHEEF MATE TR RS/ 3.

(The tested sample / part is marked by an arrow if it's shown on the photo.)
P 2 y P

CT/2015/30775

** QLR (End of Report) **
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