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?}(Tiﬁiﬂ#_%ﬁﬂﬂ*éﬁﬁﬁﬁ&ﬁ&ﬁﬂ (The following sample(s) was/were submitted and identified by/en
behalf of the applicant as) :

£ 45 B 7 (Sample Submitted By) s TEE A EAENE AT R 3 (METALWARE TECHNOLOGY CORP.)
1 3 & F4 (Sample Description) :  SILICONE CAP (& HEASAERE)

e WEE (Style/lten No.) : LSC-Xu¥-A

oo (Sample Material) : P (SILICONE)

4 & AP B (Manufacturer/Vendor)  : TAR A FHENEG A R3] (METALWARE TECHNOLOGY CORP.)
K B (Country of Origin) : SE (TAIWAN)

YofE B #49 (Sample Receiving Date) : 2014701723

WM (Testing Period) : 2014704725 TO 2014704730

MHE L (Test Requested) RIEFPFE, FHF20VARFEFEE-ARBEAEETHRINBRALEEER =5
S0 A FHRGRE > B AR DHILE (F23350) 09 F 1R AT B L08R T
MWEk: / As specified hy client, selected parts of the submitted sample(s)
for compliance with 2010 Japan Ministry of Health, Labour and Welfare
Reguirement-Japan Ministry of Health and Welfare Notice No. 370 and 1ts
amendments Part [Il Section b for the compliance of the provisions of
paragraph 1 of Article 7 and Article 10 of Japan Food Sanitation Law (Law

No. 233) were testing with the following items:
(1) #'§#83 / Material test : 4% / Cadmium.

B4 F (Test Results) H #FHTF—M8 (Please refer to next pages).
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B E K (Test Results)

i8) 3% SF4= (PART NAME)No.1 : ik g & & (TRANSLUCENT-WHITE SILICONE)

i i (PASS )
e 3 e Fikam| BX M,

(Test Items) (Unit) (Method) MR | (Result) X1
(\{DL) No.1 (Limit)
4% / Cadmium (Cd) mg/kg :§-—=EH G ‘F%Jailﬁﬁ’lg_—ﬁﬁ&;{—‘ﬁg‘ .1 n.d. 1060

EERE ARG A ETH5958 0 BRICP-
ARS4HT. / With reference to Section
Il of Japan Ministry of Health and
Welfare Notice No. 370, 1ts amendments,
and No.595. Analysis was performance by

ICP-AES.

it (Note) :
1. 0.1wt% = 1000ppm 5 mg/kg = ppm
. MDL = Method Detection Limit (77 74878 4&FR{4)
. n.d. = Not Detected (Fdsihy)
MR ESEFRARASA ST RN R S AL S IS A R AR AT B0 (20125F 12 & )./ Test

method 1s with reference to Section 11l of Japan Ministry of Health and Welfare Notice No. .L'U. its

= Lo o

amendments, and No.595(1ssued in December 2012).

e A HR 2014704/ 30T A GCY/2014711537A38 2% . (This report supersedes the previous document bearing
the test report number CY/2014/11537A which was issued on 2014/04/30.)
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